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Test Lab Work Request Form 

· _n~~Su_bmitte_d_: __ .lftMarch, 20_0_0 ___ _ _Tracking#: TLWOOlOV 

• 

Project#: 241095" Engineer:· J.R.SNEDEKER 

Test Objective: 

TL WOOlOV - Chamber cast: 

Use the .30-06-chamber drawing LB-153 for reference. 

Test Description: 
Method: 

Be sure to be use all caution when making chamber casts. Although the 
material melts at a relatively low temperature, the temperature is still hot 
enough to cause severe burns if spilled on bare flesh. Use protective gloves, 
clothing and safety glasses with side-shields. 

_Chamber cast proced_ure_: 
• Use Cerrosafe™ chamber casting alloy. As long a_s it is keep. clean, the material 

can be reused multiple times. 
• Clean chamber of the rifle thoroughly and apply a very thin film of oil or graphite. 
• Plug the bore of the rifle immediately ahead- of the· throat with a small rag· - but 
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not so tightly it cannot be driven oat: 
-~ Melt the Cerrosafe™ in a clean iron ladle. It will melt between 158° and 190°F. 
• The source of heat shol.ild be removed as soon as the alloy is completely melted, 

af which fime if is te~idy f(,- pO-u-r. 
• If practical, pour the molten Cerrosafe™ through a small tube into the bottom of _ 

the cast, gradually removing the tube as the chamber fills. A funnel with a heat -
resistant tube securely attached should work. 

• If the barrel is cold, warm it to room temperature or slightly above room 
temperature before making the cast. 

• Make note of the time of the pour. 
• The solidified casting should be removed from the chamber before or when it 

cools to room temperature (about 30 minutes.) If allowed to remain in the 
chamber for over an hour, it will grip the chamber walls and will be difficult to 

-\ 

remove. h 
;·.~.,. .. 

• After approximately 30 minutes of cooling time remove the ca;gt fro~~ the 
chamber using a rod or dowel inserted from the muzzle end_;Qf ft\~ barr~IX;. _ -,:(~k8 "_ .; ~, 

• At one hour past the time of pour, the. casting wi.1_1,, ~~;1~act~y~~~thej;:siz~~~;~~{tti~
chamber. (At the end of 200 hours (a little ov~r a ft'_eekHit w1111h.a'i expanded 
approximately .0025% (1/4th of 1%) __ ,_~-_)'., -:•~t~~\~;''·- \;~~, ·~:~k- '~~' -~? 

_;-,-~;~·~ . ~~~- ·-:;\~, _·;~~ ''P 

Test Assigned To: JESSE ARNOLD & 
BOB LEE 16 March, 2000 
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PROJECT# 241095 
TLW0010V 
CHAMBER CAST _._ ___ .. -----· 
DATE - 3/21/00 

.GUN SERIAL# A=.4708/.4728 
A-1 xc 1116 0.4699 

·-·-· 
A-2 xc 1117 0.4697 
A-3 xc 1118 0.4703 
A-4 xc 1119 0.47 
A-5 xc 1120 0.4703 

-·-·--·--
A-6 XC1121 0.4699 
A-7 xc 1122 0.4696 
A-8 XO 1123 0.47 
A-9 xc 1124 0.4701 ------

n A-10 xc 1125 0.469 
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B=.4425/.44:4(>; ~C::34$EG 30" ANGLE D=.3404/ .3424 
0.4438 ~~-:-:-- 34 .. Q96 0.3425 ~:-:'::;_' 

0.4446 ,_'ift~.;;o( ~~~lif.228 0.343 
0.4443 

:c,---;-:;:- .,. 

3.4,?ti)· 0.3436 : ·". ~ -~ . .,< -.... ..µ,..,.-· 

0.4434 .~:-o ;;L:~.'!~·.7gg?-;r~ 0.343 
0.4458 

·,-:-:.r ...... 3tf.347 .. , 0.3439 ------~------ ·. ,... ~~. 
0.444 34~:367 ,, .. ·. 0.3433 

0.4436 34 .. ~$.i~~\O.~·· 0.3432 
0.4438 .:,;$4'.tf59 - ~~·.:.':- 0.343 
0.4445 3.4,-?.~::.·F•·'-'''" 
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E=.3095/.3105 
0.3117 
0.3115 
0.3117 
0.3093 
0.3116 
0.3109 
0.3104 
0.3111 
0.3114 
0.3104 
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