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M/700 - POWDER METAL 3EAR 

DRY CYCLE TEST 

JANUARY 1966 

SEAR AT COCKING CAM SEAR AT CONNECTOR 
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POWDER METAL ~ 
CHROME PLATED m 
•457-50,000 CYC~S 

..a. 
0 

POWDER METAL ~ 
NO PLATING ~ 
•413-5,000 CYCLES 

POWDER METAL 
CHROME PLATED 
NO DRY CYCLES 

POWDER METAL 
NO PLATING 
•555-5,000 CYCLES 

POWDER METAL 
CHROME PLATED 
.•312-50,000 CYCLES 

M/700 
STANDARD PROD. 
•959-50,000 CYCLES 


