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Inspection 

Description 

Wash: 
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Temperature: l 600 deg. F 

Soak Time: 1 hr. c.t temp. 

Carbon % : 0 L 75'f, 

Quench: Oil Beacon K-9 or equivalent. Temp. l3D - 180 

Time: 5 minutes minimum. 
Wash: Parts a.Le to be ::lean, f.I:ee of quench oilr and dry. 

Proceco Washer Cycle 
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Air Blow Off 1 MirJute. 

Notes: Parts should be =lean for temper operation~ 

Run Shim Stock with each load for Met Chern Inspection~ 

Inspect: File Hardness 

Appearance of Parts: Clean And Free of Oil 
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