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First Article Inspection -Mayfield Results -I 
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Part Number 

Part Name 

Vendor 
Date Received 
Lot# 

Feature Namt~ 
.187 +/-.003 
.640 +I- .005 
.790 +/- .005 
.100 R TYP 
HRB 80 MIN 
Cosmetic 
AISI 1010-1020 

300361 
RECOIL BRACKET 

SQUARE STAMPING 

I 3129f~A I 
SAMPLES 

#1 #2 #2 #4 #5 

Drawing # B-300361 I 
Rev. Level 1.----0-----1. 

NO MATERIAL CERTS 

125 SAMPLES 

Avera Min Max 

0.187 0.188 0.188 0.187 0.187 0.187 0.187 0.188 Caliper 
0.640 0.640 0.640 0.640 0.640 0.640 0.640 0.6.-:1,D_ Calip€!~.· 

A A A A A O.OOQ Jl.OOQ O.OQ'.Q v1®al ·~~b' -' .;~t~' 
78.oo 78.90 79.oo 78.80 78.60 .·~~~ 78.o'Q: 79.Ql.H~ocKWe1~s·~1:~!.· · 

0.789 0.789 0.789 0.789 0.789 0.789 0.789 0.7~~ Calipef;~ 

A A A A A ·;t l'##:ti'ff#l###t#l'Jl###J!. Visuar~· 
n/a n/a n/a n/a n/.a.c. '~J. ~ -##### ~ no certs 

##### ##### ##### 
##### ##### ##### 
##### ##### ##### 
##### ##### ##### 

25 ##### ##### ##### 
26 ##### ##### ##### 
27 ##### ##### ##### 
28 ##### ##### ##### 
29 ##### ##### ##### 
30 ##### ##### ##### 

App~oved By 
Rejected By 

Revised By: M. Goelmboski 
Revison Date: 2/14/00 

Date 'I - S"-e.o 
Date 

710-300361 

ET06255 

Confidential - Subject to Protective Order 
Williams v. Remington 


